CHROME, NICKEL, MOLYBDENUM, MANGANESE, TITANIUM AND IRON SURCHARGES

COMBINED METALS OF CHICAGO LLC

FOR ORDERS SHIPPED

305/11.5

.
June 1, 2023 through June 30, 2023
SURCHARGE PER POUND OF STAINLESS STEEL
Chrome Nickel Moly Ferro Ti Ferro Cb Mn Copper Iron Natural Gas
$/lb $llb $/lb $/lb $/lb $/lb $/lb $IGT CGE
CURRENT MONTHLY RATES $1.7200 $10.5234 §20.9215 $3.1000 §22.0000 $0.6459 $3.8267 $515 $1.99
AISI GRADE Jan-23 Feb-23 Mar-23 Apr-23 May-23 Jun-23 Jul-23 Aug-23 Sep-23 Oct-23 Nov-23 Dec-23

201/201LN 4% S 09465 S 09723 S 0.9672| S 09090 [ $ 0.9415| S 0.9360
201/201L 5% $ 10188 | S 1.0641| S 1.0453 | S 1.0101 [ $ 0.9948 | $ 0.9875
301/ 6% $ 11826 | S 1.2218 | S 1.2077 | $ 11178 [ $ 11344 | $ 1.1271
301/ 6.6% S 12772 |$ 13192 (S 13024 | S 1.1884 S 12167 | S 1.2087
301/ 7.0% $ 13314 | S 13754 | S 13569 S 1.2344 (S 1.2612 | $ 1.2525
302/304/304L 8% $ 14801 | S 15290 | $ 1.5059 | $ 1.3619 ( $ 1.3877 | $ 1.3779
304/304L 8.5% S 15477 |$ 15993 (S 1.5741|$ 14193 | $ 1.4433 | S 1.4329
304/304L 9% S 16155|S 1.6695| S 1.6421| S 1.4767 [ S 1.4990 | $ 1.4879
304/304L 9.5% S 16832 S 17397 (S 17102 | $ 1.5342 | $ 15544 | S 1.5428

309/309S $ 20753 |$ 21435|$ 21027 | $ 1.8722 (S 1.8944 | S 1.8796
310/310S $ 3.0499|$ 31530 |$ 3.0820|$ 27017 |$ 27035 | $ 2.6801
316/316L $ 22171 |$ 24641 | S 25841 |$ 23435| S 20773 | $ 2.0217
316TI S 22949 | S 25459 | $ 26624 | S 24112 (S 21459 | S 2.0886
po. ¢ r r r r r r r ‘- ©r 7 |
317/317L $ 28034 |S$ 31750 | $ 3.3517 | $ 3.0627 [ $ 2.5994 | $ 2.5085
321 S 1.6069 | $ 16633 | S 1.6343|$ 14697 | S 1.4906 | $ 1.4780
347 $ 19271 |$ 19811 | $ 19537 |$ 17885 (S 1.8078 | $ 1.7967
[pooserieseraes | | [ [ [ 1 | r T |
409/409L/409ALUM/UF $ 03039 |$ 03157 | $ 03267 | S 0.3556 [ $ 0.3921 | $ 0.3908
409Ni $ 0.3765|$ 03902 |$ 0.3993|$ 04345| S 04647 | $ 0.4635
410 $ 03099 |$ 03198 |$ 03320 $ 0.3813 (S 0.3978 | $ 0.3978
410S S 03099 |$ 03198|$ 03320 $ 03618|$ 03978 | $ 0.3978
420 $ 03166 | S 03264 | $ 03386 | S 03736 (S 0.4056 | $ 0.4056
430/430UF $ 03701 |$ 03789 |$ 0.3905|$ 04280 | S 0.4676 | S 0.4676
434 $ 05907 |$ 07156 | $ 0.7994 | $ 0.8423 [ $ 0.6994 | $ 0.6734
436 $ 07167 | $ 08501 | $ 0.9608 | $ 1.0024 | $ 0.8415| $ 0.8091
436L $ 06108 |$ 07185|$ 07910 | $ 0.8356 [ $ 0.7114 | $ 0.6888
439/439 ALUM $ 03959 |$ 04038 |S$ 0.4200|$ 04468 | S 0.4981 | $ 0.4955
444 $ 09443 | S 1.1181 | $ 1.2605| S 1.2546 [ $ 1.0511 | $ 1.0121
[Miscelaneouserades | | [ [ [ 1 | [ ([ T |
15CR-5Ni* $ 11892 | $ 12449 | S 12616 | $ 1.1780 | $ 1.1797 [ $ 1.1605
17-4PH S 12054 [$ 12612 |$ 12776 |$ 1.1927|$ 11966 | $ 1.1773
17-7PH S 13674 | $ 14127 |$ 13936 | $ 1.2657 | $ 1.2911 | $ 1.2817
18CRCB-441 $ 05857 $ 05955|$ 0.6055|$ 0.6321|$ 0.6876 | $ 0.6867
18SR $ 0.6517 | $ 06616 | S 0.6717 | $ 0.6985| $ 0.7524 [ $ 0.7515
2205 S 19585 |$ 22812 |$ 25032 |$ 23290 S 1.9478 | $ 1.8729

JPE
05/23/23



